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Shenzhen Tiansu Calibration and Testing Co.,Ltd 1.2mDT
深圳天溯计量检测股份有限公司

B/1,4, NO.2 Jinlong Road, Longgang District, Shenzhen, China
深圳市龙岗区宝龙街道锦龙大道 2号 1栋、4栋

Web: www.tiansu.org
E-mail: tsjc@tiansu.org
Tel: 0755-89457984

TS(SZ)-J3-002-001-A1

检测报告

1.2m跌落(Drop)

Name of sample： Lithium Ion Battery

产品名称： 锂离子电池

Client： Shenzhen Fitorch Electronic Technology Co., Ltd.

委托单位： 深圳市朗铂电子科技有限公司

Classification： Commission Test

检测类别 委托测试

http://www.tiansu.org
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1.2m跌落

1.2m Drop Test
试验项目

Test Item
测试条件

Test Conditions
测试结果

Result
判定

Verdict

1.2m跌落

1.2m Drop
test

每个电芯或电池的包装件或者完全包装件必须能承
受 1.2米跌落测试，每个包装件进行 5次不同方向的
跌落测试，而不造成包含在其中的电池或电芯的损
坏，不造成使电池与电池（电芯与电芯）接触的内含
物的移动和内含物的释出。
Each cell or battery package or complete package
must be able to withstand the 1.2m drop test, each
package is subjected to 5 different drop tests in
different directions without causing damage to the
battery or cell contained therein, without causing
damage Movement of the contents of the battery in
contact with the battery (cell and cell) and release
of the contents.

正面

Flat on the bottom
合格

Pass
合格

Pass

上面

Flat on the top
合格

Pass
合格

Pass

侧面

Flat on the long side
合格

Pass
合格

Pass

棱

Flat on the short side
合格

Pass
合格

Pass

角

On a corner
合格

Pass
合格

Pass

跌落方向：正面

Fall direction：Flat on the bottom ■合格 Pass □不合格 Fail

样品编号 No. 试验结果\Result
1# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
2# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
3# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage

跌落方向：上面

Fall direction：Flat on the top ■合格 Pass □不合格 Fail

样品编号 No. 试验结果\Result
1# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
2# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
3# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage

跌落方向：侧面

Fall direction：Flat on the long side ■合格 Pass □不合格 Fail

样品编号 No. 试验结果\Result
1# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
2# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
3# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage

跌落方向：棱

Fall direction：Flat on the short side ■合格 Pass □不合格 Fail

样品编号 No. 试验结果\Result
1# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
2# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
3# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage

跌落方向：角

Fall direction：On a corner ■合格 Pass □不合格 Fail

样品编号 No. 试验结果\Result
1# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
2# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
3# □破损 Damaged ■不破损 Not damaged □漏液 Leakage ■不漏液 No Leakage
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图片

Photo of Sample
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声 明

STATEMENTS

1、本报告无检测单位印章无效。

The test report is invalid without the official stamp of Tiansu.

2、未经本试验室书面同意，不得部分地复制本报告。

Nobody is allowed to photocopy or partly photocopy this test report without written
permission of Tiansu.

3、本报告无批准人、审核人及鉴定人签名无效。

The test report is invalid without the signatures of Ratifier, Reviewer and Testing engineer.

4、本报告涂改无效。

The test report is invalid if altered.

5、对检测报告若有异议，应于收到报告之日起十五天内向检测单位提出。

Objections to the test report must be submitted to Tiansu within 15 days.

6、本报告仅与送检样品有关。

The test report is valid for the tested samples only.

----------------------------End of Report---------------------------


